
CA105 Included in 2 standards (Great Britain)

Chemical composition

Al 8.5 - 10.5 Cu 78.0 - 85.0 Fe 1.5 - 3.5 Mg < 0.05

Mn 0.5 - 2.0 Ni 4.0 - 7.0 Pb < 0.05 Si < 0.15

Sn < 0.1 Zn < 0.4
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