
SECC JIS G 3313 (Japan)

Standards

JIS G 3313 Electrolytic zinc-coated steel sheet and strip

Chemical composition

Fe Rest

Chemical composition: by agreement

Properties

By JIS G 3313

Return Bend: d=0a
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